ANNEXURE

Specification of Magnesia:

Light Calcined, magnesite special white powder having the following
specification on as such basis

Minimum 90 % passing through 300 mesh (BSS)

Total MgO content = Minimum 90%
Reactive MgO content - Minimum 85%
Loss on ignition (at 800°C) - 2.0 % maximum
Si02 - 5 % maximum
N.B.:
» 500 gms. of sample is required along with offer for Laboratory
- evaluation.
» Offer must contain detail chemical and physical properties for
evaluation.
» The product must be packed in 50 kgs polylined HDPE bags
only. : '
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