Annexure-B

Chemical Compaosition Mechanical Strength
51 % 0.093

o % 0193 BHN 40 to 60
Cu% 14.80
Gl Mn % 0.0326
Mg % 1.16
_Gr% 0.0155
Ni% 0.0061
Zn % 5.78
Ti % 0.0353
Al % 92.5

Sample %Le provided (o the party after the order.
Party has to provide a sainple for due verification & certification of material by the
Mechanical Engineer In-_harge(TMD) before delivery of material.

Party has to provide a te st certificate from NABL Accredited lab.
With Warrantee period- 500 percussion hour .



